
ZO-55R
For 540MPa tensile strength steel and welding robot

Gas Metal Arc Welding
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Classifications

Description

AWS A5.18-05 : ER70S-G
JIS Z 3312 : YGW18

 For robot welding of bridges, structural steel, steel buildings.
 Excellent mechanical properties on high heat input(40KJ/cm) or interpass temperature(350 ).
 High deposition rate per unit time.
 Suited for multi-pass welding due to low slag and easy to remove

Polarity and Shielding gas

Typical chemical composition of weld metal (%)

Typical mechanical properties of all-weld metal

Operating data
 DCEP (DC+)
 CO2 : 100% CO2 (15~25 /min.)

Diameter (mm) 1.2 1.4

Current
(Amp.)

Flat (PA/1G) 100 ~ 350 140 ~ 400
Vertical (PF/3G) 50 ~ 180 100 ~ 250

Overhead (PE/4G) 50 ~ 180 100 ~ 250


